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ANALYTICAL REPORT

Report Number Client
Date Received
Date Reported
Project
Reference
Order Number

10143-18
23-APR-2018
30-APR-2018
COIR                     
RAM THANANCHAYAN

T744 RAM THANANCHAYAN
SWIFT GLOBAL ECO SOLUTION
LTD
14 KINGSLEY STREET
KIRBY IN ASHFIELD
NOTTINGHAMSHIRE NG17 7BA

RAM THANANCHAYAN

Laboratory Reference MANU90850 MANU90851 MANU90852

Sample Reference
COIR10010102

WASTED

COIR100101

0101 BUFF

COIR10010102

BUFF

Determinand Unit COIR COIR COIR

Total Bismuth mg/kg <0.1 <0.1 <0.1
Total Copper (Cu) mg/kg 4.99 4.62 4.73
Total Zinc (Zn) mg/kg 12.1 13.9 13.9
Total Iron (Fe) mg/kg 2215 2351 2171
Total Manganese (Mn) mg/kg 31.9 25.8 24.3
Total Lead (Pb) mg/kg <1 <1 <1
Total Cadmium (Cd) mg/kg <0.1 <0.1 <0.1
Total Mercury (Hg) mg/kg <0.1 <0.1 <0.1
Total Nickel (Ni) mg/kg 5.31 2.42 3.01
Total Chromium (Cr) mg/kg 10.7 5.49 6.46
Total Arsenic (As) mg/kg <0.5 <0.5 <0.5
Thallium mg/kg <0.1 <0.1 <0.1
Notes
Analysis Notes The sample submitted was of adequate size to complete all analysis requested.

The results as reported relate only to the item(s) submitted for testing.
The results are presented on a dry matter basis unless otherwise stipulated.

Document Control This test report shall not be reproduced, except in full, without the written approval of the laboratory.
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